[bookmark: _GoBack]Files show Photocurrent evolution time data for Perovskite sample fabricated with planar and mesoporous structure. Both devices were held at short circuit for the duration of the measurement
The text files contain data in two columns. The first column is the time (s), the second is the value Photocurrent (mA).  

