This folder shows the AFM images obtained for the lead iodide and perovskite films prepared for the paper. 
The name of each file gives details of the experimental technique used to make the file: 
e.g. ‘AFM Perovskite 1h on PbI2 in DMF Mesoporous structure’ refers to a perovskite film prepared by exposing a PbI2 film spin coated from DMF to methylammonium iodide vapour for 1 hour. ‘Mesoporous’ refers to the fact that there is a mesoporous titania film underneath the lead iodide. 
[bookmark: _GoBack]‘Planar’ means that there is no mesoporous titania support. 
