Files show Open-circuit voltage decay OCVD data for sample with planar and mesoporous structure.  The light turned on at 0 seconds and turned off after 10 seconds
[bookmark: _GoBack]The text files contain data in two columns. The first column is the time (s) value, the second is the value of PhotoVoltage (V).  
